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We investigate the interaction between Bragg and hybridization effects on the band gap
properties of bubble phononic crystals. These latter consist of air cavities periodically
arranged in an elastomer matrix and are fabricated using soft-lithography techniques.
Their transmission properties are affected by Bragg effects due to the periodicity of
the structure as well as hybridization between the propagating mode of the embed-
ding medium and bubble resonance. The hybridization gap survives disorder while
the Bragg gap requires a periodic distribution of bubbles. The distance between two
bubble layers can be tuned to make the two gaps overlap or to create a transmission
peak in the hybridization gap. © 2016 Author(s). All article content, except where
otherwise noted, is licensed under a Creative Commons Attribution (CC BY) license
(http://creativecommons.org/licenses/by/4.0/). [http://dx.doi.org/10.1063/1.4968616]

I. INTRODUCTION

A gas bubble in a liquid is an oscillator, muck like a bob on a spring, that resonates at a natural
frequency referred to as the Minnaert frequency: ω0 = 1/R0

√
3Bg/ρw where Bg is the longitudinal

modulus of the gas, ρw the mass density of the liquid, and R0 the bubble radius.1 This formula
tells us that the restoring force is the elasticity of the gas while the inertia is that of the moving
liquid. From here comes the particular status of the Minnaert resonance in acoustics: it is associated
to a wavelength in water 500 times larger than the bubble radius. When a planar acoustic wave
P(r)=P0expikz impinges on such a bubble with a frequency near its resonance, a spherical wave

weighted by the incident wave amplitude, P0, and the scattering amplitude, f =R0/
((

ω2
M

ω2 − 1
)
− iδ

)
, is

reradiated in the fluid. Here δ accounts for losses through viscosity, thermal conduction and radiation.
The efficiency of scattering defined as the power radiated by the bubble over a unit incident intensity

is then given by the so-called scattering cross section: σ = 4πf 2 = 4πR2
0/

[(
ω2

M
ω2 − 1

)2
+ δ2

]
. σ can

exceed the geometrical cross section (i.e., πR2
0) by a factor 100.

Phononic crystals are periodic composite materials consisting of periodically distributed scat-
terers in a matrix with high impedance contrast of mass densities and/or elastic moduli, which can
give rise to band structures due to the periodic Bragg scattering.2 Among all the components one
can think of to create a phononic crystal, air bubbles in water were often presented as very promis-
ing candidates due to their huge monopolar (Minnaert) resonance. Numerical studies even predicted
that crystals with air inclusions in a liquid should exhibit the widest band gaps ever reported.3,4 An
example is given in Fig. 1 where we plotted the dispersion relation of a bubble phononic crystal
made of air bubbles (R0 = 38 µm) arranged on a simple cubic lattice in water: a huge gap opens
above the Minnaert resonant frequency. This gap does not originate from Bragg scattering but rather
from hybridization between the free space propagation mode and the bubble Minnaert resonance. As
shown in,3 this gap survives positional disorder. The branch above the gap has a slope close to the
water sound velocity: that is, wave propagation mostly takes place in water. The second Mie-type
bubble frequency resonance gives rise to the three degenerated flat bands observed at 3 MHz.3,4
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FIG. 1. (a) Dispersion relation of a bubble phononic crystal calculated by the Plane Wave Expansion method. The crystal
consists of 38-µm-radius air bubbles arranged on a simple cubic lattice in water with a lattice parameter a=300 µm. The
corresponding air volume fraction is 0.85 %. (b) Reciprocal lattice

II. PRACTICAL REALIZATION OF A BUBBLE PHONONIC CRYSTAL

No experimental evidence of such gaps were however reported since generating stable equally
sized bubbles arranged on a crystal lattice in water is not an easy, if not impossible, task. We have
recently shown that soft-lithography techniques could be used to circumvent these difficulties.5 The
basic idea is to trap cylindrical air cavities in an elastomer matrix rather than spherical bubbles in a
liquid. In that case, the shear modulus µ of the matrix shifts the air cavity resonance frequency ω0

according to ω0 = 1/R0
√

(3Bg + 4µ)/ρw . Providing that the matrix is soft enough, i.e., µ<<Bg, and
the aspect ratio of the cylinders is close to unity, the cavities can be modeled as spherical bubbles
of the same volume. In particular, the cavities still exhibit a low-frequency resonance, similar to the
Minnaert bubble resonance. Thus bubbly soft elastic materials can be expected to exhibit acoustic
properties quite analogous to bubbly liquids.

We have chosen PDMS as a soft matrix to comply with the soft-medium requirement. The sam-
ples were fabricated in RTV615 �Bayers Silicones� using the standard soft-lithography procedure
employed in microfluidics. We created 5-cm diameter molds with two-dimensional periodic arrange-
ments of cylinders. A thin layer of PDMS (monomer and hardener with a 10:1 weight ratio) was
then deposited on the mold by spin coating (50s at 100 rpm) and cured at 70 ◦C for 1 h. By stacking
4 patterned layers and closing the structure with a pure PDMS layer, we finally obtained a three-
dimensional crystal. Two different molds were fabricated with different lattice constants. From these
two molds, two one-layer crystals (see Fig2.a and Table I) and two four-layer crystals (see Fig2.b
and Table I) were produced.

Ultrasonic measurements were carried out in a large water tank (Fig. 2.c). A piezoelectric trans-
ducer generated a short pulse that propagated through water, traversed the sample along z direction,
and reached a receiving transducer. Here we have to point out that a perfect alignment from one layer
to the other is difficult to ensure. Thus all measurements have been performed in normal incidence
(propagation along z direction). The sample was placed in the far field of the transducers and, to
reduce spurious signals coming from the edges, it was mounted on the aperture (4-cm diameter)
of an acoustically opaque screen. It was checked that there was no ultrasonic reflection from the
interface between two layers of plain PDMS, thus ensuring that our samples of stacked layers could
be considered as 3D blocks of PDMS with air inclusions. We also measured the phase velocity of
ultrasound in pure PDMS and found v = 1.02 mm / µs in accordance with previously reported values.6

The transmission factor was obtained by calculating the ratio of the Fourier transforms of the signals
acquired with and without the sample in the path of the acoustic beam. Two pairs of transducers
were used, with central frequencies of 1 and 3.5 MHz respectively, allowing measurements of the
transmission between 0.3 and 5 MHz.
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FIG. 2. (a) A one-layer crystal consists of an array of periodically arranged cylindrical air cavities in PDMS. (b) 3D phononic
crystals were made by stacking four layers. The lattice constant along z will be denoted to as az. (c) Experimental setup for
measuring acoustic transmission. The sample was placed between two transducers, one acting as a source, the other as a
receiver. Two pairs of transducers were used to cover the frequency range between 0.3 MHz and 5 MHz.

TABLE I. Lattice constants and bubble size for the 4 crystals used in this study.

R (µm)
Radius of the

Sample az (µm) ax = ay (µm) h (µm) d (µm) equivalent sphere

Crystal 1 One single layer 300

50 78 38
Crystal 2 One single layer 200
Crystal 3 475 300
Crystal 4 1150 300

III. RESULTS AND DISCUSSION

We have first investigated the transmission through one layer of bubbles (Fig. 3). A minimum of
transmission is found at 530 kHz for crystal 1 and 590 kHz for crystal 2, which is the signature of a
hybridization gap (Fig. 3.a). Such a gap originates from the coupling between the propagation mode
of the embedding medium and bubble resonances. Above resonance, each bubble scatters a wave
that interferes destructively with the incident one, thus creating a gap in transmission. Compared
to the individual Minnaert frequency of one bubble in PDMS (325 KHz), the position of the gap is
shifted towards higher frequencies, all the more than the density of bubbles is larger as revealed by
the comparison of the transmission through two samples with different lattice parameters (Fig. 3.a).
Based on a model taking into account multiple scattering in the bubble layer, the position can be

found to vary as ωc =ω0/
√

1 − 2
√
πR/ax as a function of the lattice constant.7 The nature of the gap

is verified by a comparison with a random sample, where the gap persists (Fig. 3.a). It can be further
confirmed by analyzing the dispersion relation. The effective wave vector is largely imaginary and its
real part exhibits a typical polariton-like behavior with a negative group velocity inside the gap (see
Fig. 3.b). The gap allows the definition of a negative effective compressibility and makes a bubble
layer a metamaterial that can be referred to as a bubble metascreen.8

Then we have studied the transmission through 4-layer crystals. Inspired by previous works
including ours,5,9–12 our aim was to carefully study the interaction between hybridization and Bragg
effects in the formation of the gap. We have first deliberately chosen a lattice parameter, az = 475µm,
for which hybridization and Bragg gaps overlap. That lattice parameter verifies az = λ/4, with
λ = 1.9mm the wavelength in PDMS. The corresponding crystal is labeled crystal 3 (see Table I).
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FIG. 3. (a) Acoustic transmission measured on crystals 1 (left) and 2 (right) and comparison with disordered distributions
of the same bubbles with the same density. (b) Experimental dispersion relation of crystal 1. The dispersion in homogeneous
PDMS is plotted as a dashed line. The interaction between the mode of the homogeneous PDMS and the bubble resonance
gives rise to a S-shaped dispersion law typical of a polariton behavior.

The ultrasound transmission through that crystal (see solid circles in figure 4a) is found to be remark-
ably low for a sample whose thickness is less than 2mm and with an air volume fraction as low as
0.6%. It appears that the transmission around 0.5MHz is lower than that would be predicted from
the one-layer transmission (downward-pointing triangles in figure 4a) due to the additional effect of
the Bragg gap. A second gap around 1.4 MHz is also observed. Figure 4 also gives the predictions
inferred respectively from a 1D-layered model and a Multiple Scattering Theory (MST) code.5,13

Both take dissipation into account and give a satisfactory agreement with the experimental data. The
layered model is a 1D description of the crystal in which each layer of bubbles is treated as a partially
reflective layer with a reflection coefficient r and a transmission coefficient t =1+r inferred from the
model by Leroy et al.7 An iterative process then leads to the following expressions for the reflection
RN+1 and the transmission TN+1 through N+1 thin layers separated by a distance az:

RN+1 = r + RN
t2e2ikaz

1 − RN re2ikaz
(1.a)

TN+1 =
tTN

1 − RN re2ikaz
(1.b)

The hybridization character of the first gap remains predominant as seen on the dispersion curve
(Fig. 5 a and Fig.5 b). The second gap around 1.4 MHz is a pure Bragg gap (not observed for the one-
layer crystal #1) characterized by a positive group velocity higher than that of pure PDMS (Fig. 5.c).
The group velocity would even tend to infinity for a sample of infinite size in the z-direction.

We have also plotted the dispersion curve in the first Brillouin zone (Fig. 6). Interestingly,
the first gap does not open at the crossing of the first Brillouin zone, as it would be expected for

FIG. 4. (a) Transmission coefficients as a function of frequency for crystal 1 and 3. The additional effect of reflections between
layers has to be taken into account to predict correctly the transmission. It can be done using our simple layered model. The
MST calculation also fits the data. (b) Same for crystals 1 and 4. The reflections between layers now build a peak inside the
hybridization gap.



121604-5 Leroy et al. AIP Advances 6, 121604 (2016)

FIG. 5. (a) Experimental dispersion relation (frequency versus wavevector) of crystal 3. (b) Zoom on the region of the first gap
(c) Zoom on the region of the second gap. Experimental data (blue circles) are well fitted with our one-layer model (Eq. 1.b).

a classical Bragg gap. The explanation for this result is that the Bragg condition must be mod-
ified when considering a strong reflector, such as a bubble layer near bubble resonance, instead
of a low reflector such as an atomic layer in crystal. For continuity and energy conservation rea-
sons, the transmission and reflection coefficients of one crystal layer always take the general form
t =A/(A − iB) and r = iB/(A − iB), with A and B two real numbers. For a low reflector (case of an

FIG. 6. Dispersion relations (frequency versus wavevector) of crystal 3 (left) and crystal 4 (right) plotted in the first Brillouin
zone. Experimental data are well fitted by predictions from the one-layered model (in black) and MST code (in red).
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atomic crystal layer), B<<A, the wave is reflected with a phase shift π/2 and the Bragg condition
writes 2kaz = 2π like it is usual. For a strong reflector, A<<B, and the transmission through one layer
is accompanied with a phase shift of π/2, such that the Bragg condition now writes 2kaz + π = 2π,
i.e., az = λ/4.

To further investigate the coupling between the two gaps, we built another sample referred to as
crystal 4. This time its lattice constant az was chosen to correspond to a maximum in transmission at
530kHz, i.e., close to λ/2= 940µm. As shown in figure 4.b, the Bragg reflections now build a peak
in the hybridization gap, similarly to a resonant tunneling effect. Once again experimental data are
well fitted by both the MST calculation and the layered model. As in the previous case, the dispersion
relation plotted in the first reduced Brillouin zone (Fig. 6.b) reveals a behavior different from usual
Bragg crystals for the first gap even if the S-like shape disappears. The other gaps exhibit a classical
Bragg crystal behavior.

IV. CONCLUSION

We have reported on the fabrication of bubble phononic crystals that exhibit gaps combining
two mechanisms: Bragg effects due to the periodicity of the structure and hybridization between the
propagating mode of the embedding medium and bubble resonances. These two types of gaps have
different behaviors. The hybridization gap survives disorder while the Bragg gap requires a periodic
distribution of scatterers (along z axis). The distance between two bubble layers can be chosen to make
the two gaps overlap. Interestingly, the resulting gap does not open at the crossing of the Brillouin
zone, which can be explained by the transmission properties of a single bubble layer. The success of
the layered model means that, at least to a first approximation, the hybridization gap only depends on
the parameters of a single layer (ax, ay, h, d) whereas the Bragg gap is only governed by the distance
az between layer. This simple description would probably break down if the wave were not normally
incident on the crystal. Finally, we have shown that the distance between two bubble layers can also
be chosen to build a resonant peak in the hybridization gap.
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